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Abstract
A ruthenium bipyridyl-dye sensitizer (N) based on the naphthyl-thiazole anchoring-ancillary ligand was synthesized and 
characterized using spectroscopic methods of UV–Vis, 1H NMR, FTIR and fluorescence. The functional properties of N 
were investigated through its photoinduced and intramolecular based charge transfer mechanisms. Subsequently, N displayed 
interesting charge transfer-based properties (ESIPT) that are complementary to molecular photovoltaic and chemosensing 
properties. The properties were investigated and studied in dimethyl sulfoxide (DMSO), due to its polar nature and solubility 
of the dye. Dye sensitizer exhibitions were investigated through solvatochromism effect on the optoelectronic properties, 
while chemosensing abilities were inspected through colorimetric activities, upon molar addition of anions. Thus, it was 
established that a dual functional N is a potential dye sensitizer with optoelectronic properties displaying high molar extinc-
tion coefficients in acetone. In addition, it was found that N is a colorimetric and fluorometric probe selective and sensitive 
to biologically important anions of CN−, F−, OH− and AcO− through fluorescence enhancement, as a result of hydrogen-
bonding leading to deprotonation. The sensing probe, however, displayed more strongly association with CN−.
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1  Introduction

Dye-sensitized solar cells (DSSC), falling under third gen-
eration type of solar cells, are playing a major role in the 
field of solar materials, attributed to their low cost and 
compatibility with flexible substrates as well as cost effec-
tive manufacturing methods [1]. Other advantages on board 
includes, energetic and structural tenability, environmental 
friendliness and chemical versatility, and facile synthetic 
approach to molecular structures. In addition, DSSCs can 
perform very well under diffused light conditions [2] and 
moderate temperature up to 50 °C and the theoretical PCE 
of the cell is estimated to be 32%, however, so far the high-
est efficiency recorded over the last 26 years is 13% [3–5].

The dye sensitizer can either be organic, natural (obtained 
from flowers, leaves and fruits) or inorganic in nature [6–8]. 
Inorganic metal complex dyes generally can consist of a 
metal centre, particularly a ruthenium (Ru (II)) metal, coor-
dinated to smartly resonate anchoring ligands. The ruthe-
nium-dye complex must inhibit panchromatic ability (broad 
light absorption range from the blue to the red region), with 
a high molecular stability to meet potential applications as a 
dye sensitizer [9–11]. The primary function of the ruthenium 
dye is to generate electrons upon absorption of/or exposure 
to visible light. In addition, these inorganic-based dyes have 
a compatible electronic energy to that of a visible-light pow-
ered photons (1.72 eV), normally characterized spectrally 
by a metal–ligand charge transfer (MLCT) absorption broad 
band, a channel for electrons into TiO2 [12]. Even though 
ruthenium-based sensitizers have their own demerits such as 
high cost, limited availability of the starting materials and 
their toxicity; the advantages largely offsets their relatively 
lower efficiency comparing to their polycrystalline silicon 
cells [13, 14].
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Furthermore, due to their structural make-up, electronic 
properties and excellent charge transfer mechanisms; ruthe-
nium-dye sensitizers may be utilized as artificial receptors 
for the detection of specific ion in organic aqueous envi-
ronments; a process known as chemosensing [15, 16]. The 
phenomenon of chemosensing is based on the discrimination 
of analyte species, a process triggered by the chemical asso-
ciation of guest and host molecules, leading to a guest–host 
complex formed, normally measurable through changes such 
as fluorescence and/or colour changes [17–19]. The process 
of chemosensing is a necessity in technologically advancing 
systems, because of the need to monitor ionic species in dif-
ferent mediums, due to their important roles in biological, 
environmental, clinical and chemical applications [20–23]. 
Moreover, metal complex-based chemosensors displayed a 
huge advantage over their organic counterparts, due to the 
high potential of dissolving in aqueous environments, which 
is a pre-condition of an ideal sensor in real samples, as most 
target analytes are found in aqueous mediums, both in physi-
ological or environmental environments [22, 24].

Colorimetric probes for cations or anions have equally 
gained ascendancy over the last 20 years, due to their nature 
of application and performance being highly practical, due 
to their ability to produce a signal in the form of virtual 
colour changes, detectable by naked eye, upon binding with 
analytes in solution [25]. Hence, the development of chem-
osensors has enabled the establishment of a quick and simple 
method of detecting and controlling the levels of inorganic 
anions with hazardous abilities in natural environments [19]. 
Significantly, among other anions, cyanide ion (CN‒) as an 
extremely toxic inorganic anion is harmful to the environ-
ment and human health. However, its wide range of indus-
trial applications, particularly in gold mining, electroplating, 
and various chemical industries, leads to unavoidable envi-
ronmental spills. It is inevitable that some cyanide ion will 
leak into water streams along with industrial waste-water. 
The maximum concentration of cyanide in drinking water 
permitted by the world health organization is 1.9 μM. Due to 

the indispensability of cyanide in industrial production, it is 
necessary to use a simple and intuitive method to selectively 
and sensitively detect the cyanide content [26–29].

Furthermore, the photophysical properties of excited state 
intramolecular proton transfer (ESIPT) processes in fluo-
rescence spectroscopy have generated considerable inter-
est for both fundamental investigations and applications of 
organic molecules. However, most ESIPT chromophores are 
limited to hydroxyphenyl derivatives, and very few ESIPT 
chromophores have been reported to date. Herein, we have 
designed a ruthenium bipyridyl dye sensitizer (N) based on 
a naphthyl-thiazole anchoring ligand [30], with good pho-
ton absorption characteristics and capable of colorimetri-
cally detect biologically important anions, such as cyanide 
(CN−), Fluoride (F−), Acetate (AcO−) and hydroxide (OH−) 
in dimethyl sulfoxide (DMSO). Moreover, the fact that N 
contains a naphthyl-thiazole group (1) bearing a hydroxyl 
group, which has been investigated for both chemosensing 
and photovoltaic properties in our previous study [31]. Thus, 
it is logically expected for N to exhibit anion-binding capa-
bility, where the acidities of the OH protons are drastically 
enhanced upon the photoexcitation, and therefore an excited-
state intermolecular proton transfer (ESIPT) channel might 
be opened [32–34]. Furthermore, a photoactive ruthenium 
bipyridyl moiety can not only enhance the affinity through 
electrostatic interactions, but also provide a PET and ESIPT 
chromogenic/fluorogenic signalling channel [35–38]. The 
molecular structure of 1 and N are shown accordingly 
(Scheme 1).

2 � Experimental

2.1 � General

All reagents used were of analytical grade, used as received 
from the commercial sources, unless mentioned. UV–Vis 
spectroscopy was performed with Perkin Elmer Lambda 

Scheme 1   Molecular structures 
of, a 1 and b N, the Ruthenium 
(II) bipyridyl complex dye

(a) (b)
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35 spectrophotometer in a standard 3.0 ml quartz cuvette 
with 1 cm path length. FT-IR spectra were obtained on a 
Perkin Elmer Spectrum 100 FTIR spectrometer. 1H NMR 
spectra were recorded on a Varian Mercury VX-300 MHz 
spectrometer in CDCl3, steady state excitation and emission 
spectra were obtained on the Molecular Device spectarMax 
M2. Elemental analyses (C, H and N) were carried out on 
a Perkin Elmer 240C analytical instrument. The density 
functional theory (DFT) calculations at B3LYP/6-31G** 
were performed using a Spartan’14 package software. All 
the measurements were carried out at ambient temperature.

2.2 � Solvatochromic Measurements

The solution of N (1 × 10–5 M) was prepared in different 
solvents, such as Ethanol (EtOH), Methanol (MeOH), Ace-
tone, Tetrahydrofuran (THF), Dimethyl Sulfoxide (DMSO) 
and Ethyl Acetate (EtAOc). The UV–Vis absorption spectra 
were analyzed using a Lambda 35 spectrophotometer.

2.3 � Synthesis Procedures

2.3.1 � Synthesis of N

The dye (N) was synthesized according to a known pro-
cedure [39]. A solid AgNO3 (0.2731 g; 0.854 mmol) was 
added to Ru(bpy)2Cl2.2H2O [1.7141 g; 4.72 mmol] in 60 ml 
of ethanol. The mixture was refluxed for 1 h. After cool-
ing, the AgCl precipitation was filtered out, washed with 
ethanol. To the filtrate, ligand 1 [31] was added (1.090 g; 
0.00472 mol) and refluxed for 8 h. The solution was allowed 
to cool to room temperature and filtered (solid discarded), 
then most of the solvent (from the filtrate) was evaporated 
to dryness 90%. To the cooled residue, NaClO4.H2O in etha-
nol (200 ml concentrated) was added, then followed by ice 
cold distilled water. Brown precipitate appeared (N) and fil-
tered out and repeatedly washed with cold water [40]. Yield 
60%. Elemental Analysis calcd (%) for C35H29N5ORuS: C 
62.86, H 4.37, N 10.47, O 2.39, Ru 15.11, S 12.61 Found: C 

64.21, H 2.53, N 8.78, O 4.22, N 11.12. UV–vis (λ 455 nm, 
ε 1.6 × 104 L mol−1 cm−1) and FTIR (OH 2889–3036 cm−1; 
C–H, C=C, C=N 500–1750 cm−1) (Scheme 2).

3 � Results and Discussions

3.1 � Photovoltaic Properties

3.1.1 � Photophysical Property Studies of N

The UV–vis spectra of N and the corresponding ligand 
(1) are displayed respectively (Fig. 1). The metal complex 
dye (N) is defined by two intense peaks in the ultraviolet 
region (317 nm and 354 nm) and another broader band in 
the visible region of the spectrum (425–625 nm). Normally, 
absorption bands in the UV-region are ascribed to the over-
lapped π−π* intra ligand transitions (ILCT) of the ligands, 
while the broad absorption band in the visible region 
(425–625 nm) are attributable to the metal to ligand charge 
transfer (MLTC) transitions of the of metal complexes. The 

Scheme 2   Synthetic route of N 
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Fig. 1   Absorption spectra of N and 1, both (1 × 10–5 M) in DMSO
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spectral characteristics for of 1 were extensively discussed in 
our previous work (32). Moreover, the extended absorption 
bands into the visible light region (≥ 400 nm) of 1, which 
are ascribed to photoinduced charge transfers is an indication 
that it can function as a molecular photovoltaic material for 
solar cells. Moreover, N displays a broad band over a wide 
functional range due to the MLCT and which is expected to 
have better photocatalytic properties compared to 1, which 
bears a high molar extinction coefficient.

3.1.2 � Solvatochromic Studies of N

In theory, solvents have strong influence on the excited state 
of donor–acceptor compounds by stabilizing the molecules 
through hydrogen bonding, dipole–dipole, and solvation 
interactions. Thus, the spectral behaviours of N in different 
solvents were investigated to establish the effect of solvent 
polarities on absorption properties (Fig. 2). It was evident, 
the dye could only experience a slight red-shift in THF sol-
vent, while in all other solvents used, the only effect was 
associated with the molar extinction coefficient (ε), which 
was high to low, for acetone to ethyl acetate (Fig. 2). In 
ruthenium dyes, the overall efficiency of the cell depends on 
two factors, the broader absorption functional range as well 
as the molar absorptivity. The broader the absorption range 
which can be extended to NIR (near infrared) region, the 
better the overall efficiency of the cell. Another parameter 
which increases the overall efficiency when it is high, is the 
molar extinction coefficient (ε) of the dye. Thus, the com-
bination of high extinction coefficient (ε) and the broader 
absorption range of the dye, as in the case of N, signifies 
a potential photovoltaic material for solar cells. Thus, the 
variation of spectral in different solvents validates the fact 

that solvent polarities have a major impact on the absorption 
properties of the dye among other parameters.

3.1.3 � The Optoelectronic Studies of N

The optoelectronic properties of N were investigated in dif-
ferent solvents of varying polarities (Fig. 2). Apart from 
observing the absorption properties of N, another funda-
mental parameter used to measure the potency of a good 
photovoltaic material is the energy gap (HOMO–LUMO 
gap). The magnitude or size of the field splitting between the 
HOMO and the LUMO needs to be compatible to the energy 
carried by photons within the visible light spectrum. The 
HOMO–LUMO energy gap which qualifies a molecular sys-
tem to be classified as a solar harvesting material should fall 
within the wavelength range of ≥ 400 nm (≤ 3 eV) towards 
NIR. The ruthenium bipyridyl derivatives are known to 
absorb photons within the visible light region, hence the 
MLCT band in this region, with the energy gap ranging from 
2 to 0.6 eV [8], which is well within the ≤ 3 eV for visible 
light spectrum. Thus, with introduction of 1, a potential pho-
ton harvester itself, there is a good chance that the sum of 
the two parts results in a great photovoltaic performance. 
In Table 1, N has displayed varying absorption ranges at 
different maxima, which obviously translates into differ-
ent HOMO–LUMO gaps, which are all displaying optical 
responsiveness within the visible light region, thus qualify-
ing as a dye sensitizer. Several methods are used to deter-
mine the band gaps of molecular dyes, experimentally and 
theoretically.

The absorption spectra are key determinants to deducing 
the optoelectronic properties of molecular dye systems. The 
HOMO–LUMO gap of a molecular system can be deter-
mined by performing the extrapolation on the absorption 
spectrum of a compound, in order to determine the energy 
gap range (Fig. 3). The information of how a band gap or 
HOMO–LUMO gap can be calculated is shown, in Acetone 
and DMSO, obtained from the first optical absorption edges, 
and use the equation (Eq. 1) below to estimate Eg or EH-L.
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Fig. 2   Absorption spectra of N (1 × 10–5 M) in different solvents, for 
solvatochromism studies

Table 1   UV–visible absorption parameters of N and the band gaps in 
different solvents

Solvent λmax (nm) ɛ (104 L 
mol−1 
cm−1)

λonset (nm) EH-L (eV) 
(band gap)

Ethanol 464 0.45 600 2.07
Methanol 460 0.83 607 2.04
THF 501 0.41 615 2.02
Acetone 463 1.62 619 2.00
Ethyl Acetate 504 0.21 600 2.07
Dimethyl Sulfoxide 462 0.35 610 2.03
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Eg (EH-L) is the band gap (orbital energy gap) correspond-
ing usually to a particular absorption of low photon energy 
(hν) and express the radiation energy in eV, while h is Planck 
constant and c is speed of light in vacuum. The summary of 
all the optical absorption spectra of N in all the solvents were 
calculated and compared, with results displayed in Table 1. 
The absorption spectrum of N in acetone is not only showing 
the highest molar absorptivity coefficient (1.6 × 104 L mol−1 
cm−1), but prominently also a wide absorption range (from 
400 to over 700 nm), corresponding to the HOMO–LUMO 
gap of 1.71 eV. Generally, this translates into the dye system 
that fits the characteristics of an ideal dye sensitizer, for solar 
cells. Moreover, the optoelectronic properties of N in differ-
ent solvent systems is shown ranging from 1.6 × 104 L mol−1 
cm−1 to 2.1 × 103 L mol−1 cm−1, which is corresponding to 

(1)E
H−L(eV) = 1240∕λ(nm)

the HOMO–LUMO gap of 2.00–2.07 eV, which is theoreti-
cally within the visible light to near Infrared region.

3.1.4 � The Computational Studies of N

The experimental data obtained were partially comple-
mented by theoretical studies using DFT program at 
B3LYP/6-31G** level, to predict the optimized structure 
of N and its resultant complex N-F (Table 2). The opto-
electronic properties of N and N-F complexed state were 
investigated by DFT calculations, in order to have a better 
insight in orbital behaviours, before and after binding with 
analytes. The HOMO of N was localized more on the naph-
thyl ancillary/anchoring ligand (Table 2), which translates 
into a smaller amplitude on the t2g orbitals of the ruthenium 
metal. The LUMO of N are concentrated on the ruthenium 
metal center, extended over to the bipyridyl ring frame-
work. The HOMO and LUMO levels are at − 10.57 eV and 
− 7.91 eV respectively, while their energy gap is 2.66 eV. 
The characteristics of the HOMO–LUMO energy gap 
(2.66 eV) exhibits the properties of dye sensitizers for solar 
cells, in which the absorption of a dye falls within the visible 
light region of the spectrum. The energy gap is in agreement 
with experimental data, where the energy gap range was 
found to be between 2.00 and 2.07 eV, which is well within 
the visible region, perhaps more to the solvent effect on the 
absorption of N. The theoretical HOMO–LUMO energy gap 
is relatively larger comparing to the experimental energy 
gaps (Table 1), because it was calculated in vacuum, instead 
of different solvents.

Furthermore, the characteristics of the absorption spec-
trum is also in agreement with the band gaps obtained, 
with the absorption maxima in the region of visible light 
which normally translates into 1.6–3.2 eV (800–400 nm). 
In addition, the complexed state of N with F− (N-F) was 
studied using DFT calculations as well, in order to under-
stand the effect of binding on the optoelectronic properties 
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Fig. 3   Absorption spectrum and optical onset band gap of N (in Ace-
tone and DMSO)

Table 2   The frontier orbitals of N and N-F 

Compound EHOMO ELUMO EH-L

N-F

 
− 10.42 eV

 
− 8.39 eV

2.03 eV
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of N. Upon binding to F−, the electronic properties slightly 
changed in such a way that the HOMO levels changed to 
− 10.42 eV, which were still localized on the naphthyl ring 
system, while the LUMO level changed to − 8.39 eV, con-
centrated now more to the ruthenium metal only (Table 2). 
The HOMO–LUMO gap slightly decreased to 2.03 eV, 
which shows now a more favourable stable complex (N-F), 
comparing to N. The effect of hydrogen bonded F- to the 
structure is obviously influencing the optical and electronic 
properties, resulting into red shifted charge transfer band, as 
indicated by UV–Vis titrations between N and F− (Fig. 5b).

Theoretically, the solvatochromic effect studies of N 
indicated that optical properties are influenced by solvent 
polarities. Evidently, the bad gap was found to be relatively 
smaller in vacuum (3.07 eV) as shown, comparing to when 
in solvents (Table 3). The contrast with experimental-derived 
values is consistent with the theoretical values, even though 
the two sets of bang gap (experimental vs theoretical) vary 
with a factor of 1 eV. In theory, ruthenium bipyridyl based 
complexes display the MLCT band in the visible region, in 
which in this case too, the two sets of band gap values cor-
relate to absorption within the visible region. The band gap 

variances between the two sets (experimental vs theoreti-
cal) may be due to the ambiguity of the calculation method 
used, however, the values are still deemed to fall within the 
margin error. Inhere, the experimental values range from 
2.0 to 2.07 eV, while for simulated values ranged from 3.37 
to 3.42, (Table 3).

Furthermore, the transition states indicated that the 
MLCT in different solvents were all concentrated in the 
region of 400 nm (Table 4). Factually, the simulated transi-
tions are conforming to some extend with the experimental 
results (Table 1). For instance, experimentally, N showed the 
highest molar absorptivity in acetone, and on the other hand 
simulated data similarly displayed the furthest and highest 
spectra in acetone, thus confirming the conformity of the two 
sets of data (experimental vs simulation). Therefore, the two 
sets of data are well in agreement with each other, confirm-
ing the photoresponse behavior of N in the visible region. 
Absorbing in the visible region is an indication of a potential 
solar cell material, as the dye is excited within the ideal solar 
functional range. The band gap values from the simulated 
values ranges within the 400–450 nm (3.35–3.81 eV) as dis-
played (Table 4), which is compatible to the experimental 

Table 3   HOMO–LUMO 
energies and energy gaps of N 
in vacuum and different solvents 
optimized at B3LYP/6-31G**

HOMO (a.u) LUMO (a.u.) H–L Gap (a.u.) H–L Gap (eV)

Vacuum − 0.389 − 0.276 0.113 3.07
Acetone − 0.230 − 0.105 0.125 3.40
Methanol − 0.227 − 0.102 0.125 3.40
Ethanol − 0.229 − 0.104 0.125 3.40
DMSO − 0.226 − 0.100 0.126 3.42
THF − 0.245 − 0.121 0.124 3.37
Ethyl acetate − 0.250 − 0.126 0.124 3.37

Table 4   Vertical excitation 
energies, MO contribution to 
major electronic transitions, 
oscillator strength and 
calculated H–L energy gaps of 
N due to the MLCT, computed 
in vacuum and in different 
solvents at the B3LYP/6-31G** 
level

Excited state 
(Vis-region)

Excitation 
energies (nm)

Oscillator 
strength, f

MO contribution (Major 
contribution and composi-
tion)

H–L gap (eV)

Vacuum 4 445.50 0.1230 H – > L + 2 (73%) 3.35
14 379.11 0.0548 H-2 – > L + 2 (73%) 3.92

Acetone 2 449.31 0.0812 H – > L (54%) 3.40
8 403.06 0.0730 H-1 – > L + 2 (38%) 3.81

Methanol 2 448.83 0.0852 H – > L (55%) 3.40
8 402.27 0.0727 H-1 – > L + 2 (37%) 3.78

Ethanol 2 449.14 0.0848 H – > L (54%) 3.40
8 402.73 0.0737 H-1 – > L + 2 (38%) 3.81

DMSO 2 448.99 0.0976 H – > L (56%) 3.43
8 402.01 0.0783 H-1 – > L + 2 (37%) 3.81

THF 3 445.79 0.0668 H – > L + 1 (46%) 3.51
8 405.78 0.0678 H-1 – > L + 2 (47%) 3.81

Ethyl acetate 3 446.44 0.0733 H – > L + 1 (43%) 3.48
8 406.50 0.0627 H-1 – > L + 2 (50%) 3.81
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Table 5   HOMO–LUMO molecular orbitals of N in different solvents

HOMO LUMO

Vacuum

 
 

− 0.389 a.u − 0.276 a.u
Acetone

 
 

− 0.230 a.u − 0.105 a.u
Methanol

  
− 0.227 a.u − 0.102 a.u

Ethanol

  
− 0.229 a.u − 0.104 a.u
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values (Table 1). In addition, it follows that the density of the 
HOMOs is concentrated more on the naphthyl group of the 
complex (Table 5), while the cloud of the LUMOs is situated 
on the bipyridyl groups, both in vacuum (reference) and all 
other solvents used.

3.1.5 � UV–Vis Titration Spectra, the Redox Studies

The electronic interactions between ruthenium and the 
cerium ions were investigated using UV–vis oxidation 

titrations. Upon the molar equivalent addition of Ce4+, the 
MLCT absorption band at 455 nm experienced a slight 
decreased in intensity while a new broad peak concomitantly 
appeared deep in the near-IR region of 700–900 nm (Fig. 4). 
The peak in the near-IR region is assigned to ligand to metal 
charge transfer (LMCT) of π-electrons of the ligand (bpy) 
to the oxidation state ruthenium (Ru3+) transitions. Two dis-
tinctive isosbestic points at 461 nm and 588 nm are clearly 
visible which indicate the co-existence of two ruthenium 
oxidation states (mixed valence, Ru2+ and Ru3+), showing 

Table 5   (continued)

HOMO LUMO

DMSO

 

 

− 0.226 a.u − 0.100 a.u
THF

 

 
− 0.245 a.u − 0.121 a.u

Ethylacetate

 
 

− 0.250 a.u − 0.126 a.u
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the redox-based charge transfer activities from Ce4+ to 
Ru2+., with one of the isosbestic points at 455 nm displayed 
and observed (Fig. 4 inset).

3.2 � Chemosensing Property Studies of N

3.2.1 � Anion Sensing Properties of N

The ruthenium complex-based sensor (N) is character-
ized by two high-energy distinctive peaks at 317 nm and 
354 nm, as well as the low energy broader absorption band 
in the visible region (425–625 nm), observed in DMSO. The 
sequential molar addition of anions (CN−, F−, AcO− and 
OH−) as tetrabutyammonium (TBA) salts to N observed the 
disappearance of the band at 354 nm concomitant with the 
appearance of new bands at 414 nm and 425 nm (Fig. 5a–d), 
displaying a Stoke Shift of 60 nm. Additional to the spec-
tral changes, the colour of N changed from orange to yel-
low (Fig. 6). In each case, an isosbestic point at 378 nm 
was observed, ascribed to the existence of two distinctive 

Fig. 4   UV–vis titration spectra of N (1.0 × 10–5  M) with 
(NH4)2Ce(NO3)6, 1–4 equiv., in ethanol
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species at equilibrium during the titration process. The col-
our changes are induced by the process of hydrogen-bonding 
between the host (N) and the guest (anion), which normally 
occurs upon an external stimuli is encountered by the mol-
ecule[41]. The titration profiles (Fig. 5a–d, insets) were 
observed displaying linearity behaviors, in each addition of 
anions to N.

Furthermore, the addition of other anions (Cl−, Br−, I−, 
NO3

− and ClO4
−) did not induce any significant or notice-

able changes (Fig. 6), which could be reflected by titra-
tion spectra of these anions (Fig. 7). Thus, there were no 
observable spectral changes induced upon the addition of 
other anions (Cl−, Br−, I−, NO3

− and ClO4
−) as displayed in 

Fig. 7a, b. It follows that, the interaction of anions with N 
is expected to be via hydrogen bonding modes, between the 
N–OH and the more electronegative anionic species (CN−, 
F−, AcO− and OH−) coupled with their complimentary geo-
metrical shapes and chemical footprints.

Generally, the interaction modes in chemosensing sys-
tems interact according to their electrophilicity and nucleo-
philicity potentials, based on the distribution sites of the 
LUMO in N. Firstly, the hydrogen bonding which involves 
the OH group where it serves as a convergent binding site of 
N, thereby interacting with the anions. The other process, is 

a deprotonation of the OH fragment, where an anion takes a 
proton from the OH receptor. Lastly, the other possible pro-
cess is a nucleophilic addition, resulting in a bond formation 
reaction relied on the strong nucleophilicity of the anion. 
Given the high electronegative nature of F− and AcO−, these 
anions rightfully establish H-bond interactions, which leads 
to possibly deprotonation of N. However, the interaction via 
nucleophilic addition in which an anion would attack the 
C=N bond to give the addition product is likely to occur in 
the case of cyanide interaction. Furthermore, the detection 
of anions by N is likely to be a 1:1 ratio (Scheme 3), via the 
only OH group on the N molecular structure.

Evidently, the combined spectra of N with anions dis-
played vividly that CN− was more strongly associated with 
the probe, based on its spectrum, which was higher than oth-
ers (Fig. 7a). The strongly associated CN− was followed by 
F− and AcO−, which are all associated with hydrogen-bond-
ing which leads to deprotonation, especially when excess 
analytes are added. The less associated anion is OH− with a 
spectrum lower than all other detected anions (CN−, F− and 
AcO−) after the addition of 10 equiv. each to N, as displayed 
(Fig. 7a). The uniformity of spectra for all the anion is sug-
gestive that the interaction mechanism between the host (N) 
and guests (CN−, F−, OH− and AcO−) was similar, ascribed 
to hydrogen-bonding, followed by deprotonation. In order to 
determine the limit of detection (LOD), absorption titration 
profiles were recorded after successive additions of 0.03 M 
of each anion (Figs. 5a–d, insets). The linear increases in 
absorption intensities were observed in the range from 0 to 
6 µM, as shown in the absorption signal graphs (Fig. 8a–d), 
with R-squares ranging from 0.82731 (F−), 0.87506 (OH−), 
0.91164 (CN−) and 0.93513 (AcO−) respectively. The limit 
of detection (LOD) was calculated to range between 10 and 
20 nM using the 3α method [42].

LOD = 3 × Sd/m, where Sd is the standard deviation of 
the blank signal, and m is the slope of the calibration curve.

Fig. 6   Colorimetric activities observed upon the addition of different 
anions to N (1 × 10–5 M) in DMSO
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3.2.2 � Fluorescence Studies of N Towards Anions

The fluorescence emission spectrum of N in DMSO was 
defined by a broad band with vibronic features, signify-
ing that the emission was stemming from more than one 
excitation source in the structure (Fig. 9). The molar titra-
tions of anions with N in DMSO was generally character-
ized by fluorescence emission enhancement, upon excited at 
380 nm in DMSO. Generally, molecular structures contain-
ing an H-bond donor group associated with a basic site (O, 
N) usually undergo an ESIPT process. ESIPT is essentially 
a photo tautomerization in which an enol to keto transfor-
mation in the excited state occurs via an intramolecular 

hydrogen bond, involving the transfer of a hydroxyl proton 
to an electronegative atom. In this case, N was characterized 
by vibronic or dual emissions, ascribed to the enol and keto 
phototautomer forms (Scheme 4). Upon carrying out the 
fluorescence titrations, N displayed a weak emission band 
at 431 nm ascribed to the enol form and an intense emission 
band at 450 nm assigned to the keto form, when excited at 
380 nm (Fig. 9). In addition, N displays remarkable Stoke 
shifts, with respect to the enol (431 nm) and keto (450 nm) 
forms. Noticeably, the Keto form emission resulted into a 
larger separation from the charge-transfer guided absorption 
band, with a Stoke shift of about 90 nm.

Scheme 3   The proposed interaction mechanisms of N with the anions
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Consequently, the molar addition of F− to N, of up to 10 
equiv., the vibronic emission bands were enhanced, resulting 
in the merging of the two bands to form one broader fluo-
rescence spectrum front that increased by 6-folds (Fig. 9a). 
Thus, since there is an interaction between N and F− it is 
assumed that the presence of -OH group is evident, which 
inhibits the enol-imine to keto-amine tautomerism which 
upon titration results in the slight blue-shifted emission of 
10 nm. Notingly, the addition of similar equivalents (15–20 
equiv.) of OH− (Fig. 9b) and CN− (Fig. 9c), the same effect 
of fluorescence enhancement was observed, character-
ized by slightly blue-shifted emissions, OH− (10 nm) and 
CN− (8 nm). The interactions with anions are enabled by 
the charge transfer driven hydrogen-bonding mechanism, 
which is reflected in both colorimetric, fluorometric and 

spectrometric observations. It appeared that the complex 
N-F formed was more emissive than the N-CN and N–OH, 
based on the fluorescence intensity displayed upon adding 
each of these anions (Fig. 9).

3.2.3 � The FTIR Studies of N

The FTIR vibrational spectra for N and 1, are character-
ized by two prominent vibrational bands in the regions of 
1268–1567 cm−1 ascribed to the C=N stretching modes 
and 2865–3178 cm−1 assigned to the OH group stretch-
ing (Fig. 10a). The presence of the latter vibrational band 
(OH) confirms that the OH group is present in both the 
ligand (1) and the ruthenium complex (N), and this site is 
where the interaction activities with anions is taking place. 
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Since, the interaction between N and anions is predicted 
and proposed to occur via hydrogen bonding, it is evi-
dently supported by FTIR titration results. The comparison 
of N and N-anion titrations spectra reveals the appearance 
of a new vibrational band at the 2284–2393 cm−1 region, 
concomitantly with the disappearance of the absorption 
band at the 2865–3178 cm−1, upon the addition of any of 
the anion (Fig. 10b). Adding to that, multiple identical 
absorption bands in the 500–1750 cm−1 region associated 
mostly to the Ru(bipy)3 structure are present in both N and 
N-anion titration spectra. The general predicated vibra-
tional spectra for basic functional groups are tabulated 
below for comparison with obtained experimental and 
theoretical data (Table 6).

Notingly, the vibrational band at 2889–3036  cm−1 
ascribed to the O–H functional group on N and 1 structures, 
interacts with CN− via hydrogen bonding resulting in the 
deprotonation process. The band at 2284–2393 cm−1 also 
appears in the titration spectra of N-F, N–OH and N-AcO, 
which can be attributed to the structural rearrangement of 
the complex evolving from the destabilized HOMO, caused 
by the N-anion interaction at the OH group. The simulated 
IR spectra of N are principally in alignment with experi-
mental results, such as 3811 cm−1 (O–H group), 3229 cm−1 
(-CN group) and 1616–1770 cm−1 (aromatic bending), how-
ever, slightly red shifted on the simulated results (Fig. 10c). 
The disparity between experimental and theoretical spectra 
may stem from the presence of strong hydrogen-bonding 
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group in the structure (-OH group), which can simultane-
ously undergo tautomerism. The tautomeric effect, which 
enables the structure to interchangeably appear in a KETO 
and ENOL form, is highly likely to have influence in the 
experimental and theoretical spectra, thus causing slight 
vibrational spectra disparity as observed. Since theoretical 
simulation had focused on the ENOL form, it is highly prob-
able that experimental data could exhibit the characteris-
tics of both ENOL and KETO, resulting in the differences 
observed in the two sets of data. In addition, the effect of 
deprotonation of N was observed by the absence or rather 
the disappearance of the -OH group in the N-F spectra, usu-
ally leading to the formation of a hydrogen difluoride ion 
[FHF]− [43].

4 � Conclusion

In summary, we have synthesized a dual functional 
molecular module based on the metal complex, with reso-
nating charge transfer mechanisms (ESIPT) well matched 

for applications in molecular photovoltaics and chemo-
sensing applications. The dye sensitizing properties were 
investigated through solvatochromism among other prop-
erties, and showed exquisite optoelectronic properties 
that are potential prerequisites to ideal dye sensitizer for 
solar cells, as supported by HOMO–LUMO gap calcu-
lations, thus N can be a potential DSSC. Additionally, 
the module has excellent chemosensing properties which 
can be exploited into real time applications to develop 
sensing kits. Comparatively, the sensor showed strong 
affinity towards CN− among other competitive ions used. 
In addition, fluorescence properties have demonstrated 
that the presence of these anions have a positive emis-
sive effect on the sensor, through fluorescence enhance-
ment. Thus, N can be categorized as a dual functional 
molecular probe which exhibits basic characteristics for 
an ideal dye sensitizer, and a chemosensor, usually ease-
to-prepare and apply, as well as stability in a range of 
conditions.

Scheme 4   The photophysical 
properties of N detailing the 
ESIPT process
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